List of Testing protocols and Internal/External Standards available/applicable for technistone®

	Name of document
	Applicable for
	Issued on
	Language

	Behaviour in fire Test Protocol acc. to ČSN 73 0862: 1990, No. Z-6.070-98   
	Gobi colours
	14.09.98
	Czech



	Behaviour in fire Test Protocol acc. to ČSN 73 0862: 1990, No. Z-6.071-98   
	Starlight colours
	15.09.98
	Czech

	Behaviour in fire Test Protocol acc. to ČSN 73 0862: 1990, No. Z-6.072-98   
	Granite colours
	16.09.98
	Czech

	Flame Spread Test Protocol acc. to ČSN 73 0863: 1992, No. Z-7.038-98   
	Starlight colours
	18.09.98
	Czech

	Analysis of Water Leach No. 575A/OM/98
	Gobi, Granite and Starlight colours
	21.09.98
	Czech

	Flame Spread Test Protocol acc. to ČSN 73 0863: 1992, No. Z-7.039-98   
	Granite colours
	21.09.98
	Czech

	Flame Spread Test Protocol acc. to ČSN 73 0863: 1992, No. Z-7.040-98   
	Gobi colours
	22.09.98
	Czech

	Protocol on Metal Contents Setting  
	Gobi, Granite and Starlight colours
	26.10.98
	Czech

	Protocol on Anti-Slipperiness Test acc. to ČSN 74 4507, No. 357-1/99
	Taurus polished
	08.01.99
	Czech

	Protocol on Anti-Slipperiness Test acc. to ČSN 74 4507, No. 357-2/99


	Taurus semi-polished
	12.01.99
	Czech

	Protocol on Anti-Slipperiness Test acc. to ČSN 74 4507, No. 357-3/99
	Taurus honed
	15.01.99
	Czech

	Protocol on Anti-Slipperiness Test acc. to ČSN 74 4507, No. 357-4/99
	Taurus blasted
	18.01.99
	Czech

	Approval to Use technistone® for Kitchen Tops
	technistone®
	10.02.99
	Czech

	Protocol on Anti-Slipperiness Test acc. to ČSN 74 4507, No. 99-1/99
	Starlight Blue
	24.05.99
	Czech

	Protocol on Anti-Slipperiness Test acc. to ČSN 74 4507, No. 99/99
	Starlight Blue, Starlight Green and Starlight Red
	24.05.99
	Czech

	Protocol on Anti-Slipperiness Test acc. to ČSN 74 4507, No. 99-2/99
	Starlight Green
	25.05.99
	Czech

	Protocol on Anti-Slipperiness Test acc. to ČSN 74 4507, No.99-4/99
	Gobi White, Gobi Grey and Gobi Pink
	26.05.99
	Czech

	Protocol on Anti-Slipperiness Test acc. to ČSN 74 4507, No. 99-3/99
	Starlight Black
	31.05.99
	Czech

	Protocol on Anti-Slipperiness Test acc. to ČSN 74 4507, No. 177/99
	Crystal Sand
	29.07.99
	Czech

	Report on Abrasive Hardness Test acc. to ČSN  72 1158 and DIN 50 108, No. 640A/99
	all colours
	30.07.99
	Czech

	Report on Hardness according to Mohs Setting acc. to ČSN EN 101, No. 474/99
	Starlight, Granite and Gobi colours
	30.07.99
	Czech

	Protocol on Measurement of Natural Radio Nuclides Contents No. RO-HK-635/1999
	all colours
	11.08.99
	Czech

	Flame Spread Test Protocol acc. to ČSN 73 0863: 1992, No. Pr-00-07.007   
	Crystal colours
	09.02.00
	Czech

	Certificate of Compliance Test  No. 473/99
	Crystal Sand, Crystal Beige, Crystal Arctic and Crystal White
	10.02.99
	Czech

	Behaviour in fire Test Protocol acc. to ČSN 73 0862: 1990, No. Pr-00-06-011   
	Crystal colours
	10.02.00
	Czech

	Testing Protocol acc. to DIN EN ISO 10545-2, 10545-3, 10545-4, DIN EN 101, DIN EN ISO 10545-6, DIN EN 122, DIN 51130 and 51097, DIN EN 202, DIN EN 104, DIN EN 10545-8, DIN 51031, DIN EN 1936, DIN 51094, DIN 52612-1, DIN 5102 and 51900 and DIN EN ISO 10545-5, No. 1560/00
	Starlight colours
	20.06.00
	German

	Testing Protocol acc. to DIN EN 154, No. 2096/00
	Starlight colours
	06.07.00
	German

	Protocol on Measurement of Natural Radio Nuclides Contents No. RO-HK-549/2000
	all colours
	10.10.00
	Czech

	Compressive Strength Test acc. to ASTM C 170, No. 30868-1 (34413)
	Starlight Blue, Taurus and Gobi White polished
	25.01.01
	English

	Flexural Strength Test acc. to ASTM C 880, No. 30868-1 (34413)
	Starlight Blue, Taurus and Gobi White polished
	25.01.01
	English

	Breaking Strength Test acc. to ASTM C 648, No. 30868-1 (34413)
	Starlight Red, Taurus and Gobi White polished
	25.01.01
	English

	Chemical Resistance Test acc. to ASTM C 650, No. 30868-1 (34413)
	Starlight Red, Taurus and Gobi White polished
	25.01.01
	English

	Water Absorption and Density Test acc. to ASTM C 97, No. 30868-1 (34413)
	Taurus polished 
	25.01.01
	English

	Abrasive Hardness Test acc. to ASTM C-501, No. 30868-1 (34413)
	Starlight Blue, Taurus and Gobi White polished
	25.01.01
	English

	Static Coefficient of Friction Test acc. to ASTM C 1028-89,  No. 30868-1 (34413)


	Starlight Red, Taurus and Gobi White polished and Taurus honed
	25.01.01
	English

	Static Coefficient of Friction Test acc. to ASTM C 1028-96, No. 30868-1 
	Gobi Grey polished, semi-polished and honed
	07.02.01
	English

	Technical Services Report No. 19455/0109/MPE-S – SATRA TM144 1999, Slip Resistance
	Starlight Blue semi-polished
	27.02.01
	English

	Fire Technical Characteristics Test Protocol acc. to ČSN ISO 1928, No. 9154
	Gobi colours
	28.02.01
	Czech

	Fire Technical Characteristics Test Protocol acc. to ČSN ISO 1928, No. 9155
	Granite colours
	28.02.01
	Czech

	Fire Technical Characteristics Test Protocol acc. to ČSN ISO 1928, No. 9156
	Starlight colours
	28.02.01
	Czech

	Fire Technical Characteristics Test Protocol acc. to ČSN ISO 1928, No. 9157
	Crystal
	28.02.01
	Czech

	Test Report  Slip Resistance acc. to prEN 13552: 1999 Method D, CERAM
	Starlight Blue semi-polished
	03.04.01
	English


